Mineralization at 2 different levels in the
stratigraphy over 80m width and 120 m
strike:

A. 1.8m @ 3.7% Cu and 42 g/t Ag* incl.
1.2m @ 5.4% Cu and 62 g/t Ag

" B. 2.2m @ 2.4% Cu and 29 g/t Ag incl.
0.7m @ 5.9% Cu and 70 g/t Ag

C. 2m @ 0.5% Cu and 5 g/t Ag incl.
. 1m@0.9% Cuand9g/tAg

' D. 1m @ 6.3% Cu and 100 g/t Ag *
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Five parallel channel over 130m of strike:

A. 0.4m @ 1.1% Cu and 16 g/t Ag
B. 1.2m @ 0.5% Cu and 7 g/t Ag
C. 0.4m @ 7.2% Cu and 163 g/t Ag*

A.2m @ 4.9% Cu and 62 g/t Ag*

B. 1.3m @ 1.5% Cu and 18 g/t Ag
C. 1.8m @ 0.7% Cu and 22 g/t Ag
D.2.2m @ 1.2% Cu and 21 g/t Ag

A. 1.1m @ 1.6% Cu and 28 g/t Ag
B. 0.5m @ 2.0% Cu and 35 g/t Ag

D. 0.4m @ 0.6% Cu and 7 g/t Ag*
E. 0.4m @ 6.3% Cu and 152 g/t Ag*

Figure 2. Location of Zona Sur and Zona Este in the Tabalosos project. The zones were worked by Hannan geologists in
December 2020 and January 2021. The weighted assay results are have a lower cut of 0.5% Cu. Samples of boulders out-
side these two zones are from previous work by Hannan. * Partially sampled channel sample.



